
                                                              

th at  d o es no t af fec t  t h e inter p ret at ion of  the  
results when the m a terial is  in its intende d use. 
 
 
 
Recommendation 
1. The test shall be conducted on at least ten distribution units 

selected at random from all of the packaged units prepared for 
distribution.a 

2. Each of the m selected units shall be homogenised, and 
duplicate test portions taken from it analysed, in a random 
order, by using a method of appropriate precision under 
repeatability cond

2.
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